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PRODUCT
SOURCE
CODE

PRODUCT

SYSTEM

SOURCE

(A

) SEALANT AND PRIMER

4207

4211

Roadsaver Self-Leveling

Roadsaver Non-Sag

A) Silicone Sealant
1. Roadsaver
B) Primer
(None required)

A) Silicone Sealant

1. Roadsaver Non-Sag
B) Primer

(None required)

Crafco, Inc.
6975 West Crafco Way
Chandler, AZ 85226

4201

4206

4210

Dow Corning 888

Dow Corning 890-Self
Leveling

Dow Corning 902 RCS

A) Silicone Sealant

1. Dow Corning 888
B) Primer

(None required)

A) Silicone Sealant

1. Dow Corning 1.890-SL
B) Primer

(None required)

A) Silicone Sealant
1. Dow Corning 902 RCS
B) Primer
1. Dow Corning 1205 Prime
Coat

Dow Corning Corporation
Highway Products Department
P. O. Box 994

Midland, MI 48686-0994

4212

DSB 900 SL

A) Silicone Sealant
1. DSB 900 SL
B) Primer
(None required)

D. S. Brown Company
300 East Cherry Street
North Baltimore, OH 45872
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PRODUCT
SOURCE
CODE PRODUCT SYSTEM SOURCE
(A) SEALANT AND PRIMER (continued)

4213 Bondaflex Sil 728 NS A) Silicone Sealant May National Associates

1. Bondaflex Sil 728 NS 995 Towbin Avenue
4214 Boncaflex Sil 728 SL 2. Bondaflex Sil 728 SL Lakewood, NJ 08701

3. Bondaflex Sil 728 RCS
4215 Bondaflex Sil 728 RCS B) Primer

1. (None required)

2. (None required)

3. Bondafles Sil 2000, 2100, or

2300 if required

4209 Spectrem 900SL A) Silicone Sealant Tremco, Inc.

1. Spectrem 900SL 3735 Green Road

B) Primer Beachwood, OH 44122

(None required)

4205 Wabo 2-Part Self-Leveling A) Silicone Sealant Watson, Bowman & Acme
1. Wabo 2-Part Self Leveling 95 Pineview Drive
B) Primer Amherst, NY 14228
(None required)
(B) BACKER MATERIALS
Closed-cell, expanded polyethylene foam rod
(No currently approved sources)
REFERENCE:

2000 DOTD Standard Specifications and Special Provisions, Subsection 1005.02(c)

NOTE:

All material, regardless of prior approval, shall be sampled in accordance with the Materials Sampling Manual and tested
for conformance to the original specification. Any deviation in composition or performance from the original sample
submitted may result in removal of the product from the qualified list.

No information contained in this list is to be used for promotional purposes.
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